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1 Introduction

This document is a supplement to report TE 200864 which was issued on 18" October 2000. This
supplement serves to make one correction to the report and was requested by Fire Proofing Services Ltd
the sponsors of the test.

2 Details

In the BRE test report, TE 200864, issued on 18" October 2000, there is an incorrect statement made in
the description of the access panel, Section 2.3, Page 6.

There was no Lafarge Drywall Sealer applied to the Megadecco plasterboard used in the access panel
leaves.
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